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Horizontal Control Joint Detail

Plastercrete
50mm AAC

Panel

Supercoat ™ system
PVC Control Joint

Bead

Plastercrete
50mm AAC

Panel

Supercoat™ Coating
System

Discontinuous horizontal
20 x 40 EPS batten,

100mm long as required
for fixing, installed at 5°

slope (or 19 x 42
Cavibat batten)

Timber frame & insulation

Building paper

Plastercrete system panel
screws embedded 35mm
minimum into timber
framing

Interior lining

NOTE: Horizontal
control joint shall be
placed when wall  height
exceeds 10metres

Dwangs each side
of control joint

20 x 45 EPS vertical
cavity batten (or 19 x 42

Cavibat batten)

Plastercrete system
expanding foam


